
YARN CHARACTERISTICS

TUFT CHARACTERISTICS

Structure.........................................................Monofilament
Composition......................................................Polyethylene
Dtex...............................Dtex...........................................12000
Thickness...............Micron....................................140
Colour................Emerald & Olive Green BI-Color
Yarn weight...........gr/mq...................................1256

Pile height..............mm..............................................50
Stitches....................N/mq....................... 9450 ± 100
                                 N/10 cm............................15 ± 1
Filaments................N/mq........................9450 ±100
Total weight..........gr/mq..................2656± 100 %
Gauge...........................................................................5/8
Type of production..........................Tufted Zig-zag

RECOMMENDED INFILL

ROLLS

Sand
Size ............................mm....................................0.3-0.9
Quantity...................kg/m2........................20 ± 10 %
RUBBER
Size ...........................mm.....................................0.5-2.5
Quantity...................kg/m2........................10 ± 10 %

Length......................m.................... .....Up on request
Width........................m......................................4.0 - 2.0
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